&ondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Rep()l't
(303) 989-1404
BONDAR-CLEGG
REPORT: D83-31471.4 ( CONPLETE ) ] | REFERENCE INFD: NONE LISTED
CLIENT: BROHM NINING CORP. SUBNITTED BY: J. BARRON
PROJECT: KONE LISTED DATE PRINTED: 26-5EP-89
MOMBER OF  LOMER
ORDER  ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 Au Gold 38 0.002 OPT Fire Assay
SAMPLE TYPES NUNBER SIZE FRACTIONS NUNBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 3 2 -150 3 Assay Prep 3

REMARKS: Two samples labeled RB9-20-05 were veceived

Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

HR. _JTH BARRON
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BC - o
Lakewood, Colorado 80228 Lab Report

(303) 989-1404

BONDAR-CLEGG
. ~-SEP-49
REPORT: D89-31471.4 | PROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT fu
NUMBER UNITS  OPT
D2 R89-563-0-5 0.015
D2 R89-563-5-10 0.021
D2 R89-563-10-15 0.026
D2 R89-563-15-20 0.017
D2 R&9-563-20-25A 0.017 —> | o/6
D2 R89-563-20-25B 0.015 —
D2 R89-563-25-30 0.014
D2 RA9-563-30-35 0.011
D2 R89-563-35-40 0.009
D2 RA9-563-40-45 0.024
D2 R89-563-45-50 0.048
D2 R89-563-50-55 0.009
D2 RB9-563-55-60 0.008
D2 RA9-563-60-65 0.016
D2 R89-563-65-70 0.019
D2 R89-563-70-75 0.007
D2 R89-563-75-80 0.009
D2 R89-563-80-85 0.011
D2 R89-563-85-90 0.007
D2 RB9-563-90-95 {0.002
D2 R89-563-95-100 0.008
D2 R89-563-100-105 0.015
D2 R89-563-105-110 0.009
D2 R89-563-110-115 0.008
D2 R89-563-115-120 0.011
D2 RA9-563-120-125 0.006
D2 RA9-563-125-130 0.009
D2 R89-563-130-135 0.004
D2 R89-563-135-140 0,007
D2 R89-563-140-145 0.032
D2 R89-563-145-150 0.041 b
D2 R89-563-150-155 0.043 '
D2 R89-563-155-160 0.010 { 2|
D2 R89-563-160-165 0.006 -
D2 R89-563-165-170 0.004 | «
a - R —

D2 R89-563-170-175 0.005 \___J|
D2 R89-563-175-180 0.005 : e am——

D2 R89-563-180-185 0.009 ) S J
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BROHM MINING CO.




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. .

625 Spice siakd Dr. ‘ Geochemical

Building 1, Unit A - Lab Report
BONDAR-CLEGG

Sparks, Nevada 89431
702 (359-9330)

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

[ REPORT: R89-31472.4 ( COMPLETE ) } I REFERENCE INFO: NONE GTVEN
CLTENT: BROHM MINING CORPORATION SUBNITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 15-DEC-89
NUNBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTHIT EXTRACTTON METHOD
1 Au Gold 61 (1.002 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS  NUMBER
Z OTHER DRILL TYPES 61 2 =150 61 CRUSH,PULVERTZE -150 61
EXCESSIVE WFTNFSS/LB 865
SAMPLE PTCKUP/HILE 1

REMARKS: PLEASE NOTE: DUPLICATE SAMPLE OF R89-563
310-315 WAS SENT; ONF WAS GIVEN THF SUFFTX
"A".
1AT GOLD (29.176)

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MRk. ROD MCCLEOD




Bondar-Clegg, Inc.
625 Spice Islawd Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
— DATE PRINTED:—15-DEC-89

Geochemical
Lab Report

REPORT: R89-31472.4 l PROJFCT: NONE GIVEN PAGE 1
SAMPLE ELEMENT Au SAMPLE FLENENT Au
NUMBER UNITS oPT NURBER UNITS oPT
72 R89-563 185-190 0.n7 Z? R89-563 380-385 0.034
72 R89-563 1901-195 1.029 72 R89-563 385-390 0.022
72 R89-563 195-200 N.046 , ot 72 R89-563 39N-395 0.018
72 R89-563 2001-205 0.021 22 R89-563 395-400 0.040
72 R89-563 2N5-210 n.nzz 72 R89-563 4NN-405 0.006
72 R89-563 210-215 0.016 12 R89-563 405-410 0.005
72 R89-563 215-220 0.019 12 R89-563 41N-415 0.005 0O &
12 R89-563 2201-225 a.o1n 12 R89-563 415-420 0.013
72 R89-563 225-23N n.nns 72 R89-563 420-425 0.017
72 R89-563 2301-235 0.00g 12 R89-563 425-430 0.009
12 R89-563 235-240 n.nn7 72 R89-563 43N-435 0.013
12 R89-563 2401-245 0. 006 12 R89-563 435-440 0.046
72 R89-563 245-250 n.0n5, po 12 R89-563 44N-445 0.112
7?2 R89-563 2501-255 0.004 12 R89-563 445-4501 0.009
72 R89-563 255-26N .04 72 R89-563 45N-455 0.010
72 R89-563 26(1-265 0.u03 12 R89-563 455-46l1 0.005
12 R89-563 265-270 n.0nns 72 R89-563 46N-465 0.008
72 R89-563 2701-275 fr.uns 12 R89-563 465-470 0.009
72 R89-563 275-280 n.nnz 72 R89-563 47N-475 0.015
12 R89-563 280-285 (1.104 12 R89-563 475-480 0.027
72 R89-563 285-290 11.004 1? R89-563 480-485 0.009
72 R89-563 2901-295 0.007

22 R89-563 295-30N 0.012

72 R89-563 30IM1-305 0.013

72 R89-563 3N5-310 0.007

72 R89-563 3101-315 0.010

72 R89-563 311-315A D.l][l7}'oog

72 R89-563 315-3201 0.039

72 R89-563 320-325 0.007

72 R89-563 325-330 0.024

72 R89-563 33N-335 0.028

72 R89-563 335-34(l 0.066

72 R89-563 34N-345 0.020

12 R89-563 345-350 0.055

72 R89-563 35N-355 0.007 .00%

72 R89-563 355- 36 0.008

72 R89-563 36M1-365 0.037

72 R89-563 365-370 0.040

72 R89-563 37N-375 0.012

72 R89-563 375-38I 0.039




Bondar-Clegg, Inc.
625 Spice Istamd Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

Geochemical

A DIVISION OF INCHCAPE INSPECTION & TEST[FGSEngCES s

Lab Report

i { E TED: 15-DEC-89 ;
L REPORT: R89-31472.4 ' H Plto.it;cr: NONE GTUEN . PAGE |2
| £ [ et il
SAMPLE ELENENT Au saetf 1) 4 EenenT Au i
NUMBER UNITS  OPT NUMBER§ IS 0 | H
= .
R89-563 195-21lM 046 T A— ,
Duplicate %3 = 0% 4 N ’
02 ocInIM MHO N3 i
R89-563 245-2501 0.005 _ ,
Duplicate 0.007 ~ .00l
R89-563 305-3101 .007
Duplicate .007
R89-563 3501-355 .007 _
Duplicate I e d
R89-563 410-415 005 _
Duplicate 03 100
R89-563 460-465 .008
Duplicate .009
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BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA
57732

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R076593, Page 1

Date : 29-SEP-89

Report No: R89-31472.4
Project : NONE GIVEN
Reference: NONE GIVEN

BARRON

61 Analvses of Gold
Subtotal

Sample Preparation

61 Samples of CRUSH,PULVERIZE -150 at $ 3.00 S
865 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 173.00

1 Sample of SAMPLE PICKUP/MILE at $12.00 $

$

Subtotal

Miscellaneous Charges

4% S.D. STATE SALES TAX
2% DEADWOOD CITY SALES TAX

Subtotal

at $ 7.00 s 427.00
S 427.00

183.00
12.00

368.00

14.72
7.36
22.08

nnn

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED -

S 427.00
S 368.00
$ 22.08

$ 817.08 U.sS.



Bondar-Clegg, Inc. . Geochemical
625 Spice Island Dr.

Buiding I, Unit A Lab Report
Sparks, Nevada 8943]

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31473.4 ( COMPLETE ) | REFERENCE INFO: NONE GIVEN
CLIENT: BROHM MINING CORPORATION SUBHITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 29-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 48 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 48 2 -150 48 CRUSH,PULVERIZE -150 48
EXCESSIVE WETNESS/LB 664
SAMPLE PICKUP/MILE 1
REMARKS :

1AT GOLD (29.176)

REPORT_COPTES TO0: MR, JIINM BARRON- INVOICE 107 AR, JIH BARRON

MR. ROD MCCLEOD




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevgda 309 e
702 (359-9330)

S

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

—

REPORT: R89-31473.4

Geochemical
Lab Report

INTED: 29-SEP-89
PROJECT: NONF GIVEN PAGE 1

SAMPLE ELEMENT fu SAMPLE ELEHENT fu
NUMBER UNITS o0PT NUMBER UNTTS O0PT
72 R89-563 485-490 0.004 72 R89-563 665-67D 0.004
72 R89-563 4901-495 0.007 72 R89-563 670-675 0.003
72 R89-563 495-50N 0.013 72 R89-563 675-68N 0.006
72 R89-563 500-505 0.032 72 R89-563 680-685 0.005

—DURLICATE ——mmmeee 30 22 R89-563 685-690 0.002
72 R89-563 5(15-510 0.009 72 R89-563 690-695 0.002
72 R89-563 510-515 0.013 22 R89-563 695-700 0.008
72 R89-563 515-520 0.008 22 R89-563 700-705 0.021
72 R89-563 520-525 0.0n5 72 R89-563 705-710 0.008
72 R89-563 525-530 0.009 72 R89-563 710-715 0.017
72 R89-563 530-535 0.009 72 R89-563 715-720 0.005
72 R89-563 535-540 0.014 72 R89-563 720-725 0.009 .©/0
72 R89-563 540-545 0.011 « DURLICATE s oo B
72 R89-563 545-550 0.011

22 R89-563 550-555 0.007 .00

“<PURLICATE ool
72 R89-563 555-560 0.010
72 R89-563 560-565 0.026
72 R89-563 565-570 0.013
72 R89-563 570-575 0.031

72 R89-563 575-580 0.010
72 R89-563 580-585 0.034

72 R89-563 585-590 0.009 i

22 R89-563 590-595 0.006 i
72 R89-563 595-600 0.006 I DRe| -
72 R89-563 600-605 0.014 B
72 R89-563 605-610 0.005
72 R89-563 610-615 0.069 .070

DYPEICATE e T2
72 R89-563 615-620 0.023
72 R89-563 620-625 0.012
72 R89-563 625-630 0.008
72 R89-563 630-635 0.003
72 R89-563 635-640 0.003
72 R89-563 640-645 0.003
72 R89-563 645-650 0.004
72 R89-563 650-655 0.005
72 R89-563 655-660 0.005
72 R89-563 660-665 0.005

- DURLEEAFE~r = O e
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B

BROHM MINING CORPORATION
MR. JIM BARRON

Bondar-Clegg, Inc.

625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R076595, Page 1

Date : 29-SEP-89

PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R89-31473.4
Dll32 Project ¢ NONE GIVEN
Reference: NONE GIVEN
BARRON
48 Analyses of Gold at $ 7.00 § 336.00
Subtotal $ 336.00 $ 336,00
Sample Preparation
48 Samples of CRUSH,PULVERIZE -150 at $ 3.00 $ 144.00
664 Samples of EXCESSIVE WETNESS/LB at $ 0.20 & 132.80
1 Sample of SAMPLE PICKUP/MILE at $12.00 s 12.00
Subtotal S 288.80 S 288.80
Miscel laneous Charges
4% S.D. SALES TAX S 11.55
2% DEADWOOD CITY SALES TAX s 5.76
Subtotal S 17.31 S 17:31

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

s 642-11 UuSn

o s s o S o o o o s



1580 Vst o Dr. Geochemical
Lakewood, Colorado 80228 Lab Repﬂl't

1303) 9891404 -
BONDAR-CLEGG
REPORT: DA9-31477.4 ( COWPLETE ) ] I REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARROM
PROJECT: NONE LISTED DATE PRINTED: 27-SEP-83
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 15 0.002 0PT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 15 2 -130 15 fssay Prep 13
Excessive Wetness 151
REWARKS: Final results are reported.
REPORT COPIES TO: MR. JIM RARRON ‘ INVOICE TO: MR. JIM BARRON

MR. JIM BARRON




/ .
Bondar-Clegg, Inc. (;eochem]cal
D980V%sr%§dgrih.
Lak®vood, Colorado 80228 Lab Report

(303) 989-1404

BONDAR-CLEGG
o G 1E_PRINTED: 27-SEP-B9
REPORT: D89-31477.4 PROJECT: NONE LISTED PAGE 1
ég?‘ [ 4 s
SAMPLE ELEMENT. . hu T
NUNBER UNITS OB |
D2 R89-563-725-730 b OVIVIM MHO S8
D2 R89-563-730-735 0.006
D2 R89-563-735-740 0.011
D2 R89-563-740-745 0.003
D2 R89-563-745-750 0.003
D2 R89-563-750-755 0. 006
D2 R89-563-755-760 0.002
D2 R89-563-760-765 0002
D2 R89-563-765-770 0.003
D2 R89-563-770-775 0.002
D2 R89-563-775-780 0.007
D2 R89-563-780-785 0.010
D2 R89-563-785-790 0.026
D2 R89-563-790-795 0. 024

D2 R89-563-795-800 0.010




BROHM MINING CO.




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

i ’{ y ¢ ¢ i
U | {
IR i % o
atls HLlX
DEfADWOL . £ 13 i1 4% 4y
N WA %Y £y X ( T B
f I5TED
i 1
.'lV
- ! '
mp 2L 4
i1
% T
i . 2

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED






